AB, VD 27.10.17

Main Current Leads Cryogenic Test Program at STF:
1. 14 kA DC current (A) repeat at HTS temperatures: 50K, ~ 60-54K
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2. 13.2 kA pulse current (B) repeat at HTS temp.: 50K, 60K

I, KA
y\ C
17 o o e
Repeat 3times > -~
12 ... ] I ol
100A/s /
I e G GEEEEEEE
/ Mcl _Tran _C sk
/
!
200A/s !
!
10 min 10 min ! Time
Y § S




